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575.01 DESCRIPTION 
 
This specification covers the requirements for the provision of asphalt sidewalk. 
 
The sidewalk shall be constructed as shown in Form 1272.  The Granular “A” shall meet the requirements 
set forth in Section 315 “Select Granular Base Course” and the Asphalt shall meet the requirements for 
surface course set forth in Section 330 “Hot Mix Asphaltic Pavement”. 
 
575.02 MEASUREMENT FOR PAYMENT 
 
This item will be measured by the length and width, as laid according to the instructions of the engineer, 
and such measurements will be used to determine the number of square meters, rounded to one decimal 
place, of asphalt sidewalk incorporated into the work. 
 
575.03 BASIS OF PAYMENT 
 
Payment at the contract price for Asphalt Sidewalk shall be compensation in full for all equipment and 
labour to install the asphalt sidewalk. 
 
Granular “A” placed beneath the asphalt sidewalk will be paid for in accordance to the contract price for 
Granular “A” and the Hot Mix Asphaltic Surface Course used for the sidewalk shall be paid in accordance 
with the contract price for Hot Mix Asphaltic Surface Course, but all additional labour and equipment use 
required to place and compact the Granular “A” and Hot Mix Asphaltic Surface Course shall be 
considered compensated for in the contract price for Asphalt Sidewalk. 
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